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	Coloray Pearls: Super Glitter Gold ZT5011


	

	Assay
	Spec. Values
	Test Method



	        Mica
	65.0-87.0%
	CRTM-51

	        TiO2
	8.0-19.0%
	CRTM-48

	Fe2O3
	5.0-16.0%
	CRTM-48

	
	
	

	Particle Size
	40-200µm
	CRTM-42

	
	
	

	PH Value
	4-11
	CRTM-45

	
	
	

	Density:                                                  
	2.5-3.2/cm3
	CRTM-47

	
	
	

	Oil absorption
	65-115g/100g


	CRTM-46

	
	
	

	
	
	

	
	
	

	Mica:C.I.No:77019 ; TiO2:C.I.No:77891
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